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  Name and Address: 

Plasson Ltd., Hydraulic Laboratory 

Ma'agan Michael, 3780500, Israel 

Laboratory name 

Address 
 +972-4-6394-799 Phone 
 +972-4-6394-815 Fax 
 vita@plasson.co.il 

 

E-Mail 

 

 

 

 

 

 

 
 

Site: P or T or M , P-Permanent, T-Temporary, M-Mobile  

A permanent (P) or temporary (T) place, or a stationary or mobile (M) facility, at or from which the organization performs activities forming part 

of its scope of accreditation, starting from sampling to final issuance of a report or certificate and / or quality system activities. A temporary (T) 

site is a site established under the responsibility of an accredited permanent site.  All activities performed at a temporary site are the responsibility 

of the permanent site. An outdoors work is also considered to be a temporary site. Temporary site will be a site that involves work for special 

project and the activity will be defined in time (up to 2 years). 
Type of Scopes: A- Fixed, C- Flexible scope in analytical tests : Type of matrix, analytes, experimental systems and/or analytical characteristics 

may be subject to changes, in accordance with the laboratory's approved and documented procedures. For details, please refer to the list of 

Accredited Tests, available from the laboratory upon request. 

mailto:vita@plasson.co.il
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Item Scope 

Type 

Site Materials / Products Tested Types of Test / Properties Measured Standard / Method Opinion and 

Interpretation 

Remarks 

Group of products: Metallic and Nonmetallic Materials, Plastic   :פלסטיק , מתכות וחומרים אל מתכתייםמשפחת מוצרים 

Physical Testing בדיקות פיזיקליות 

1  A T Polyethylene (PE) pipes 

and fittings welds 

ריתוך רכיבי פלסטיק /  
 חלקי צנרת פוליאתילן

Decohesion test for polyethylene (PE) electrofusion 

assemblies of nominal outside diameter greater than or 

equal to 90 mm 

בדיקת קילוף לחיבור סוקט  
 של ריתוך צנרת פוליאתילן 

ISO 13954 

--- 
ISO – International Standards 

Organization 

 

2  A T Polyethylene (PE) pipes 

and fittings welds 

ריתוך רכיבי פלסטיק /  
 חלקי צנרת פוליאתילן

Decohesion test of polyethylene (PE) saddle fusion 

joints -- Evaluation of ductility of fusion joint interface 
by tear test 

בדיקת קילוף לחיבור רוכב  
 של ריתוך צנרת פוליאתילן 

ISO 13956 
--- 

 

3  A T Polyethylene (PE) pipes 
and fittings welds 

פלסטיק /  ריתוך רכיבי 
 חלקי צנרת פוליאתילן

Crushing decohesion test for polyethylene (PE) 
electrofusion assemblies 

בדיקת מצב כשל במעיכה  
 של ריתוך צנרת פוליאתילן 

ISO 13955 ---  

4  A T Polyethylene (PE) pipes 

and fittings welds 

ריתוך רכיבי פלסטיק /  
 פוליאתילןחלקי צנרת  

Determination of the tensile strength and failure mode 

of test pieces from a butt-fused joint 

בדיקת מצב כשל במתיחה  
של ריתוך צנרת  

  פוליאתילן

ISO 13953 
--- 
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